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Sui Hing Chemical Co Ltd
FlatA&GC: 3/F BkA

“Qity Industrial Complex
~“118-122 Kwok Shui Road e

- Kwai Chung NT HK

i One submitted sampfeﬁs’ai;.d to be Advance Al Pursose Environmental

Cleaner B{Rypast s
Item No.: AD400
Country of Origin : HK

2007-03-30

2007-04-10 to 2007-04-11

Evaluation for the effect of a detergent caused on terrazzo

1. Divide the submittad terrazzo into 2 portions by marking and then
weight for the initial mass <

2. Dilute the submitted detsrgent accé[c_ting to its recommended -
- difution (1:2) o

3. “Immerse 1 portion of the :ié,rfaézo in the prepared detergent .

-~ golutien for 1 hour

. 4. Rinse the treated terrazzp }vi‘tﬁrunning tap water for 1 mirute and

air-dried S N

5. Make observation on the treated terrazzo for difference in weight,
general appearance including gloss, colour ¢hangs, blistering,
peeling off of the surface

The terrazzo showed no difference before and aftsr immersad into the
1:2 dilution of “Advance Al Purpose Environmean:al Clagner jEz2
HEFSEE". There was no loss in gloss, colour change, blistering and
peeling off of the surface. The mass of the tested terrazzo remained

the same weight.

Joey Lau, CFD
For and on behalf of
Tha Hong Kong Standards and Testing Centre Ltd,

10 Dai Wang Slras:. TAlna tasietrint Eaimin
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surface)

No. : HC183347

.T._gs.t_ﬁ ssuliin)
“fleoe . T P Rt

o Neight of terrazzo befare treated ' P 5508g

V‘ /ol ghf of terrazzo after treated 55069
{ v“ b‘l' ;Ou"*':r‘t 0%
| Observat:or, | No noticeable change after treated with 1:2 deiergent
1 (including gloss, color change, blistering, peeiing off of the

*** End of Test Report *+*+
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